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VIRAX BORGHI ITALIA®
3= MATERIAL SPECIFICATION SHEET <
REF. SP30-001 IDR
DESCRIPTION Spunbonded nonwoven 100% PP
USE -
Data JUNE 2008
|
TEST UNIT TARGET TOLERANCE TEST METHOD
GRAMMAGE &/M= 30 + 3 ERT 40.3-90
ROLL LENGTH MTL - - -
CORE INNER @ INCH - - =
ROLL WIDTH MM — - -
Tensile Strength MD | N/SOMM 70 >5b
ELONGATION MD % 60 + 20
ELONGATION @10N % = = ERT 20.2-89
Tensile Strength CD | N/S50mMm 65 > 50
ELONGATION CD % 70 + 20
TEAR STRENGTH ;
MD/CD N 35 > 25 ERT 70.4-99
Air Permeability @ 2 _ o
127PA  Average/Roll L/MYS 1700 ERT 140.2-99

ERT = Edana Recommended test method
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